Used especially in urban projects.


[bookmark: _Toc126605867]Used especially in urban projects.
Protection of Concrete.
Add to standard spec 415.3.14:
[bookmark: _GoBack]The contractor shall provide for a minimum of one concrete finisher to remain on the project site after final finishing of all concrete surfaces until the concrete has hardened sufficiently to resist surface scarring caused by footprints, handprints, or any other type of imprint, malicious or otherwise. The finisher shall actively and continuously patrol on foot the newly placed concrete and repair any damage to the surface that might be sustained as described above.
The cost for providing the finisher(s), the necessary equipment, and materials is incidental to the contract.
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